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specifications - pcc edging

Precast Concrete (PCC) Edgings
 
Precast concrete edgings should be flat topped (not rounded), hydraulically pressed and comply with BS.340.
 
They should be laid, bedded, haunched and back filled as necessary on a Grade C7.5P concrete foundation whilst still 
plastic.
 
The edging units should not deviate by more than 3mm in 3 metres. from line and level.
 
All edging should be tightly butt jointed and all corners neatly closed by butt or chamfered joints.  All cut edgings 
should be neatly trimmed and squared.
 
The edgings should be set as close as possible to the surrounding ground levels to prevent trip hazards and facilitate 
easy mowing of grass verges. Regrading should be undertaken where necessary with a compatible material to flush 
off edging with surround.
 
All paper, if any, should be removed from the inner edge of the PCC. In preparation for the safer surfacing.
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