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specifications - new base using solid concrete

New Base using Solid Concrete

As recommended by Dept. of Transport specification for Highway Works, Part 3 Series 1100.
 
The insitu concrete shall be laid on a sub-base of 150mm MOT Type 1, previously compacted using a vibrating plate 
compactor. 
 
The concrete grade shall be C30.
 
The concrete thickness shall be 50mm.
 
For drainage purposes the concrete shall be laid to suitable falls into soakaways, or laid flat (± 6mm over a 3m straight 
edge) and drilled in a 1m diamond formation through to the MOT.  Hole size to be15mm Dia. Holes to be back

 

 

w w w . e a s i f a l l . c o m  -  s a l e s @ e a s i f a l l . c o m  -  Te l :   0 1 6 1  9 7 3  0 3 0 4  -  Fa x :  0 1 6 1  9 6 9  5 0 0 9

T6

Specified Sub-base

Sub soil

Typical Cross Section:

Concrete

1m 15mm

filled with pea shingle. 

The concrete must be fully dried and dust free prior to the laying of the easifall system. 

Expansion joints and slab reinforcements may be required for larger areas (please refer to Dept. of Transport 
specification for Highway Works, Part 3 Series 1100).

Pea shingle


